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Five (5) pieces of submitted carpet cutting sample in brown
and green colour said to be

NYLON CARPET TILE (JEfill /7 MLithES)

Face yam: Nylon (JE#iR)

Fibre content : Nylon (FEfiD)

Backing: Bitumen and Non-woven (€ # hnfikes4m)

2007-08-23

2007-08-23 to 2007-08-29

Selected test(s) as detailed herein.

The submitted sample complied with BS 5287:1988
(Assessment and labeling of textile floor coverings

tested- BS 4790:1987) in a small source of ignition on
textile floor coverings.
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